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Bondar-Clegg, Inc. ,
i el Geochemical
Lakewood, Colorado 80228 Lab l‘lﬁl)()ft
(303) 989-1404
BONDAR-CLEGG
REPORT: D83-31480.4 ( COMPLETE ) | REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 26-SEP-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
I Au Gold 49 0.002 0PT Fire Rssay
SAMPLE TYPES NUHBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 49 2 -150 43 fissay Prep 49

Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
HR. JIM BARRON

INVOICE TO: MR. JIM EBARRON
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Bondar-Clegg, Inc. e .
e Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404 .
BONDAR-CLEGG
DATE PRINTED: 26-SEP-89

REPORT: DA9-31480. 4 PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT  Au SAMFLE ELEMENT  Au

NUMBER UNITS  OPT NUMBER UNITS  OPT

D2 R89-567-0-5 0. 004 D2 R89-567-200-205 0.003

D2 R89-567-5-10 0.007 D2 R89-567-205-210 0.028

D2 R89-567-10-15 0.017 D2 k89-567-210-215 0.014

D2 RB9-567-15-20 0.011 D2 R89-567-215-220 0.009

D2 RB9-567-20-25 0.008 D2 R89-567-220-225 0.020

D2 RB9-567-25-30 0,009 D2 R89-567-225-230 0022

D2 R89-567-30-35 0.009 DR RB9-567-230-235 0.057

D2 R89-567-35-40 0.009 D2 R89-567-235-240 0.022

D2 RBI-567-40-45 0.008 D2 RB9-567-240-245 0.016

D2 RB9-567-45-50 0.017

D2 RB9-567-50-55 0.012

D2 R89-567-55-60 0. 006

D2 RB9-567-60-65 0.012

D2 R89-567-65-70 0.014

D2 RB9-567-70-75 0.013

D2 R89-567-75-80 0.016

D2 R89-567-80-85 0.011

D2 R89-567-85-90 0.007

D2 R89-567-90-95 (0,002

D2 R89-567-95-100 0.011

D2 R89-567-100-105 0.010

D2 RB9-567-105-110 0.014

D2 R89-567-110-115 0.010

D2 RBI-567-115-120 0.010

D2 RB9-567-120-125 0.006

D2 R89-567-125-130 0.032

D2 R89-567-130-135 0.009

D2 RBY-567-135-140 0.003

D2 RB3-567-140-145 [/ 40,002

D2 R83-567-145-150) Vi ipiqqu

P F d z {
D2 R89-567-150-455  0.003

D2 R89-567-155-160 0,005
2 R&9-567-1eo7165m Hoodde
D2 RE9-567-165¢170 0.006
D2 RBI-567-170-175 0005~

a T WY

D2 R89-567-175-180 0,008
D2 R89-567-180-185 0.011
D2 R89-567-185-190 0.008
D2 R83-567-130-135 0.002

D2 R89-567-195-200 (0.002
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc. .
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404 -
BONDAR-CLEGG
REPORT: D83-31481.4 ( COMPLETE ) REFERENCE INFD: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. EARRON
PROJECT: NONE LISTED DATE PRINTED: 28-SEP-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold &0 0.002 0FT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE &0 2 ~150 &0 fBssay Prep 60
Excessive Wetness i1ie
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON

INVOICE T0: MR. JIM BARRON

MR _JIM BARROR
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Bondar-Clegg, Inc. c Geochemical
12980 West Cedar Dr. E —
Lakewood, Colorado 80228 I ,ab
(303) 989-1404 ONDAR-CLEGE Hepo
DATE PRINTED: 28-SEP-89
REPORT: D89-31481,4 PROJECT: NONE LISTED PAGE 1
SAMPLE ELEMENT  Au SANFLE ELEMENT  Au
NUMBER UNITS  OPT NUNBER UNITS  OPT
D2 R89-567-245-250 0. 024 D2 RB9-567-445-450 0,048
D2 R89-567-250-255 0.008 D2 R89-567-450-455 0.022
D2 RB9-567-255-260 0.003 D2 RA9-567-455-460 0.011
D2 R89-567-260-265 0.007 D2 R89-567-460-465 0.022
D2 R89-567-265-270 0.017 D2 RR9-567-465-470 0.012
D2 R83-567-270-275 0.010 D2 RA9-567-470-475 0.037
D2 R89-567-275-280 0.017 D2 R89-567-475-480 0. 041
D2 RA3-567-280-285 0.018 D2 R89-567-480-485 0.029
D2 R89-567-285-290 0.014 D2 RB9-567-485-490 0.015
D2 RB3-567-290-295 0.030 D2 R89-567-490-435 0.014
D2 R83-567-295-300 0.028 D2 RB9-567-495-500 0.029
D2 RBI-567-300-305 0.035 D2 RB9-567-500-505 0.023
D2 RB9-567-305-310 . 0,022 D2 RB9-567-505-510 0.012
D2 RBI-567-310-315 0.019 D2 R83-567-510-515 {0,002
D2 R8S-567-315-320 0.010 D2 R89-567-515-520 0.013
D2 R89-567-320-325 0.021 D2 R89-567-520-525 0.016
D2 R89-567-325-330 0.021 D2 R89-567-525-530 0.013
D2 R89-567-330-335 0.022 D2 R89-567-530-535 0. 055
D? RB9-567-335-340 0.035 D2 RB9-567-535-540 0. 044
02 R83-567-340-345 0.025 D2 R83-567-540-545 0.014
D2 RB9-567-345-350 0,014 -
D? R83-567-350-355 0.023 s
D2 R83-567-355-360 0.024 i al
D2 RBI-567-360-365 0.035 o edhecmctie
D2 RB9-567-365-370 0.019
ARrS—T
D2 R83-567-370-375 0.016
D2 R89-567-375-380 0.023 T
D2 RB9-567-380-385 0.037
™ “SIAMAIRA AAL
D2 RB9-567-385-390 0.012 00 oWiiM MH
D2 R89-567-390-395 0.029 o
D2 RBI-567-395-400 0,029
DP R89-567-400-405 0.017
DR R&9-567-405-410 0.018
D2 R89-567-410-415 0.015
D2 R89-567-415-420 0.013
D2 R89-567-420-425 0,031
D2 R89-567-425-430 0.019
D2 R83-567-430-435 0.010
D2 RBY-567-435-440 0.026

D2 RB9-567-440-445 0.034
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Bondar-Clegg, Inc. ‘

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404
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ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc. :
12980 el Cedar Dr. Geochemical
Lakewood, Colorado 80228 I,ab Report
(303) 989-1404

BONDAR-CLEGG
REPORT: D89-31482.4 ( COMPLETE ) | | REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 29-SEP-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 60 0.002 OPT Fire fAssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE &0 2 -150 60 fAssay Prep 60
Excessive Wetness 1039
Sample Pickup 1

REMARKS: Final results are veported.

REPORT COPIES 70: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

MR, _JTH BARRON




Bo -Clegg, Inc. M
. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
BONDAR-CLEGG
DATE PRINTED: 29-SEP-89

REPORT: DA9-31482.4 | PROJECT: NONE LISTED PAGE 1

SAMPLE ELENENT fu SAMPLE ELEMENT fu

NUMBER UNITS  OPT NUMBER UNITS  OPT

D2 R89-567-545-550 0.012 D2 R89-567-745-750 0.007

D2 R89-567-550-555 0.008 D2 R89-567-750-755 0.006

D2 R89-567-555-560 0.006 D2 R89-567-755-760 0.009

D2 R89-567-560-565 0.007 D2 R89-567-760-765 0.007

D2 R89-567-565-570 0.015 D2 R89-567-765-770 0.012

D2 R89-567-570-575 0.011 D2 R89-567r?70r77 40,011

D2 R89-567-575-560 0.031 ,»M@} i} ﬁm4

D2 R89-567-580-585 0.061 fo.016

D2 R89-567-585-590 0.024 D2 R89-S67-7B {1 0,007

D2 R89-567-590-595 0.035 &HMMﬁwwmploms

J Ie B’

D2 R89-567-595-600 0.018 """"12 M L.J!

D2 R89-567-600-603 0.013 02 Dy 8y 7-aoo 805 o.oxs

D2 R89-567-605-610 0.026 i D2"R89-567-805-810 0.016

D2 R89-567-610-615 0.023 - D2.R89-567-810-815 0,006

D2 R89-567-615-620 0.033 D2 R89-567-815-820 0.012

D2 R89-567-620-625 0.029 D2 R89-567-820-825 0.016

D2 R89-567-625-630 0.011 D2 R89-567-825-830 0.043

D2 R89-567-630-635 0.013 D2 R89-567-830-835 0.058

D2 R89-567-635-640 0.030 D2 R89-567-835-840 0.053

D2 RB9-567-640-645 0.036 D2 RA9-567-840-845 0.015

D2 R89-567-645-650 0,015

D2 R89-567-650-655 0.010

D2 R89-567-655-660 0.008

D2 R89-567-660-665 0.006

D2 R89-567-665-670 0.014

D2 R89-567-670-675 0.009

D2 R89-567-675-680 0.033

D2 RB9-567-680-585 0.036

D2 R89-567-685-690 0.014

D2 R89-567-690-695 0.019

D2 R89-567-695-700 0.022

D2 R89-567-700-705 0.020

D2 RB9-567-705-710 0.026

D2 R89-567-710-715 0.053

D2 R89-567-715-720 0.036

D2 R89-567-720-725 0.022

D2 R89-567-725-730 0.019

D2 R89-567-730-735 0.015

D2 R89-567-735-740 0.011

D2 R89-567-740-745 0.019







Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404
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ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc. . 2
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab ltfﬂ)()rt
(303) 989-1404
BONDAR-CLEGG
REPORT: D89-31483.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED AAJ
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 27-SEP-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 21 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 21 2 -150 21 fssay Prep 2l
Excessive Wetness 264

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARROM INVOICE T0: MR. JIM BARRON

FMR. JIM BARRON
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Bondar-Clegg, Inc. faat® :
ettt e 0 Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404 :
BONDAR-CLEGG
\y/ aH Gl ‘ DATE PRINTED: 27-SEP-83

REPORT: D83-31483,4 ~ - - Il | PROTECT: NONE LISTED PAGE 1

SANPLE ELEPENT oy AU | s

NUMBER gy~ 1S

D2 REI-SE7-B45-850  0.008

D2 R89-567-850-853 ) ;> 104007

D2 R89-567-855-860 (0.002

D2 R89-567-860-865 0.023

D2 R89-567-865-870 0.005

D2 R89-567-870-875 (0.002

D2 R89-567-875-880 (0,002

D2 R89-567-880-885 0.003

D2 R89-567-885-830 0.005

D2 R89-567-890-895 (0.002

D2 R89-567-895-300 0.012

D2 R83-567-900-305 0.003

D2 R89-567-905-310 0.010

D2 R89-567-910-915 0.005

D2 R83-567-915-320 0.006

D2 R89-567-920-925 0.004

D2 R89-567-325-930 0.003

D2 R83-567-930-935 0.006

D2 R89-567-935-340 0.005

D2 R89-567-940-945 0.012

D2 R89-567-945-950 0,008
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc. .
12980 West Cedar Dr. (;GNJCIIEIlllfﬂll
Lakewood, Colorado 80228 Lab Report
S BONDAR-CLEGG
REPORT: DA89-31493.4 ( COMPLETE ) | REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUEMITTED RY: J. BARRON
PROJECT: MNONE LISTED DATE PRINTED: 28-SEP-39
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 3 0.002 OPT Fire Rssay
2 fu Gold 1 0.002 OPT Fire fissay
" SAMPLE TYPES NUMEER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS MUMBER
D DRILL CORE k3 e -150 3 Assay Prep 31
Excessive Wetness 636

Salili€ FICKUD 1

REWARKS: Final results are reported.

Two separate Au results are reported for one

Salipie \ETT4CIC TESUITS/.

REPORT COPIES TO: MR. JIM BARROM
MR. JIM EARRON

INVDICE TO: MR. JIM BARRON
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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

REPORT: D83-31493.4

2o

DATE PRIMTED: 28-SEP-89

Geochemical
Lab Report

PROJECT: NONE LISTED

PAGE 1

SAMPLE
NUMBER

ELEMENT
UNITS

fu
oPT

D2 R89-567-950-955
12 R83-367-953-360
D2 R89-567-960-965
D2 R893-567-963-370
I2 R89-567-970-375

0.004
0.009
{0.002
0,014
0.018

D2 RB3-367-975-380
D2 R83I-567-980-985
D2 R89-567-985-930
D2 R89-567-930-995
D2 R89-367-995-1000

0.017
0.011
0.009
0.008
0.009

D2 R89-567-1000-1005
D2 R89-367-1005-1010
D2 R83-567-1010-1015
D2 R89-567-1013-1020
D2 R89-567-1020-1025

0.017
0.022
0.034
0.141
0.037

0.0t ,024

D2 R89-367-1025-1030
D2 R89-567-1030-1033
D2 R89-567-1035-1040
D2 R89-567-1040-1045
D2 R83-567-1045-1030

0.009
0.012
0.014
(0.002
0.034

D2 RB9-567-1050-1035
D2 R83-567-1035-1060
D2 R89-567-1060-1063
D2 R89-567-1065-1070
D2 RB9-567-1070-1075

0.004
0.004
0.002
0.008
0.007

e

D2 RA9-567-1075-1080
D2 R89-567-1080-1085
D2 R89-567-1085-1030
D2 RAB9-567-1090-1095
D2 R89-567-1095-1100

0.015
0.014
0.010
0.012
0.0035

D2 R89-567-1100-1105

0.003
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Contractor

" DRRL CUTTING: LOO. T

Coordinates Project | - Hole No.
Drill Type Casing Depth State 3hul___.._05- ' Z
Hole Slze Bearing Inclination, Date Started Property
Collar Elev. Fins! Deoth Date Completed Hole Surveyed
: GRAPHIC LOGS rvvelsy GEOLOGIC NOTES _
% S|ALTERATION: g 4 3 5 g ‘g 55| @ . DESCRIPTION I MINERALIZATION
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